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WHY CHOOSE MOL GROUP?

MOL Group is an oil, gas and petrochemicals company. Its petrochemical
assets are integrated backwards to crude oil, providing reliability

of supply. We can highly lean on the refinery integration benefits: the
secured feedstock supply, the robust financial background and strong
position in the regional markets, together with the high quality products
provided by state of the art technologies.

Our vision is to be a key player in the low carbon circular economy
in Central and Eastern Europe, a highly efficient company, providing

sustainable materials for the economy.

MOL Group aims to

» convert ~2 mn tons of fuels to more valuable petrochemical feedstock
by 2030, through investments using highly efficient technologies

» integrate circular economy technologies into its core business, bio C O N T E N T
and waste-based streams in production and scaling up recycling

» retain a leading position in traditional Downstream with an

» Specialities 6
accelerated modular transformation to generate attractive return .
» remain among the best refiners in Europe . ~ » Automotive compounds from AURORA Kunststoffe GmbH 8
» accelerate transformation towards becoming a sustainable chemical
. 0 1O —3 » Main milestones 9
company until 2030
. ¢ . > TATREN IM 45 54 10

MOL Group is well represented in Europe via its sales offices that are
located in Hungary, Slovakia, Austria, Germany, Italy, Poland, Romania, > TIPOLEN FD 244-55 1

Croatia and Ukraine.

» TIPELIN BS 502-43 12
» Under-the-hood 14
» Interior & under-the-hood 24
» Interior & exterior 26

> M O LG R O U P Working together

to win tomorrow’s

CHEMICALS | challenges
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HIGH PERFORMANCE

TRIM PARTS FOR DOOR PANEL WASHER / BRAKES BESIDES REDUCING
e TR [coone WEIGHT AND FUEL
CONSUMPTION,

PLASTICS HAVE MUCH
MORE ADVANTAGES
FORTHE AUTOMOTIVE
INDUSTRY:

FUEL TANK
(PE-HD)

* no corrosion, longer vehicle life
o flexible design

¢ easy integration of components

INSULATION
FOAMS
(PE-LD)

o functionality and more economic
manufacturing

¢ recyclability
BATTERY
CASE (PP)

DASHBOARD
(PP)

BUMPER SYSTEM
(PP)

CENTRAL
GRID (PP)

AIRDUCTS
(FOAM PP AND
PE-HD)

High performance plastics have an increasingly important role in the
automotive industry. The light weight of plastics opens the opportunity

to reduce more and more fuel consumption. Based on estimations, every
10% reduction in vehicle weight results in a 5—7% reduction in fuel usage.
Economic and environmental concerns give top priority to the creation of

more fuel efficient vehicles.

PLASTICS
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SPECIALITIES

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

Grade/ LI LG S 2 5 Flexural Tensile Stress Tensile Strain 2 GUHICE HE i i (e Hardness Shore
Application Parameter Rate (MFR) Modulus at Yield" at Yield" Impact Strength | Impact Strength | Impact Strength D’ Special features Additives
230 °C/2.16 kg at-20 °C’ at-20 °C at-20 °C

m 1SO 178 1ISO 527-1.2 1ISO 527-1.2 1SO 180/A 1ISO 180/A 1ISO 75-1.2 1SO 868 _-

Narrow MWD,
Exteriors, like bumper, TATREN ) ) extra high impact
spoiler, etc. TPO 1276 12 550 165 1 a4 9 o/ U strength at minus NA
temperature
Narrow MWD,
Exteriors, like bumper, TATREN ) ) extra high impact
spoiler, etc. TPO 20 77 20 550 165 125 43 9 /0 U strength at minus NA
temperature
Interiors, like compounded Narrow MWD, low
with glass fibres for TIPPLEN ; ; 3 odour, guaranteed
dashboard, door panel and K199 TIC 0 1500 4 B o4 4 58 low C-emissions A
central panels and high flow
Additives: Notes
NA  Nucleating agent ' Typical properties measured on standard injection moulded test specimen according to ISO 294-1.
2 Values have been measured on standard injection moulded specimens prepared in accordance with internal method
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AUTOMOTIVE COMPOUNDS
FROM AURORA KUNSTSTOFFE GMBH

Converting plastic rejects and sprues from different industries into regrinds

and high-quality compounds

KEY FACTS AND SUCCESS CRITERIA
» Foundedin 2009
» Member of MOL Group since

November 2019

» Three manufacturing centres with some
100 employees

» High-quality, pre-sorted, post-industrial plastic
waste from over 300 suppliers as raw material basis

for supply security over the entire product lifecycle

A lean logistics concept to ensure the desired quality and
guantities in the supply chain and to support our suppliers’
waste management
Expertise gained from many years of processing
engineering plastics supported by new state-of-
the-art production and laboratory facilities and
testing technology
Resource-saving and environmentally
friendly recycling with both significant
potential for reductions in CO,
emissions and product quality at

. virgin material level

| 8 | For the latest product portfolio please check www.molgroupchemicals.com

MAIN MILESTONES

2019

» Record high production in new state-of-the art facilities
> Strategic partnership with MOL Group
» 100 employees

2018 New construction of the compounding hall

with five extrusion lines .
Highest turnover in company history

. 2017 Acquisition of the insolvent competitor

HKR in Langenbeutingen

2016 oficial opening of the new central .

warehouse in Neuenstein

2015 start of supply of AURORA Compounds
‘ for well-known OEMs of the automotive
industry

2014 Opening of the third grinding centre in ‘

Villingen-Schwenningen

‘ 2013 Extension of product range with first

high-value plastic compounds

2012 introduction of the patent-pending box
logistics concept for collection of sorted
plastics with 60 own semi-trailers (Lean A
Logistics Concept)

. 2011 additional production site established in

Walldirn

2010 First deliveries of regrinds to China A

2009 Foundation of Aurora Kunststoffe GmbH
with 15 employees

MOL GROUP POLYMERS FOR AUTOMOTIVE APPLICATIONS 2025 | 9 |
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TATREN IM 45 54
DEVELOPED TO REDUCE COST & WEIGHT

TIPOLEN FD 244-55
LDPE FOR FOAM EXTRUSION

IMPACT COPOLYMER POLYPROPYLENE FOR

IMPROVED PRODUCTIVITY AND REDUCED
RAW MATERIAL CONSUMPTION NEW LDPE COPOLYMER GRADE DESIGNED

FOR CROSSLINKED FOAM EXTRUSION

The new high crystallinity
in-reactor PP TATREN IM 45 54

is produced using non-phthalate

KEY FEATURES:
catalytic system and provides

» Recommended for all types of foams, produced with
substantial properties to improve

chemical blowing agents or physical gases
sustainability and to reduce costs.

» Suitable for crosslinked and non-crosslinked foams

KEY BENEFITS FOR YOU:

KEY BENEFITS FOR YOU COMPARED TO GENERAL PURPOSE LDPE GRADES:
» Lightweight solution — very high stiffness with

» Increased and narrower MFR range
potential for reducing mineral filler during compounding

-> issue-free processability at high extrusion output
»  Excellent stiffnes/impact balance with potential for wall thickness reduction
»  Lower friction heat generated due to co-monomer content
» High crystallisation temperature (Tc) to reduce cycle time

- higher extruder output
» Increased unsaturated carbon bond numbers
LI G HTWE I G HT S O LUTI O N - higher strength and homogenous cell wall
Excellent stiffness / Im Pa ct balance » Better surface smoothness of the end-product

e Higher gloss of the foam surface

MFR
[g/10 min]

a5 Tas e More homogeneous structure of foam cells

» Stiffer foams
PP TATREN IM 45 54 is

characterised by very high gfllgsiuclﬁs ?: 1506 7o ;'ggm's
tension [|\y/|pa] [MPal MAIN AUTOMOTIVE APPLICATIONS:
stiffness and good impact
» Automotive sound and heat insulation, interior trim
resistance. Outstanding
» Automotive sealing
stiffness over conventional
PP COPO brings opportunity for 5.
Notched Izod Impact 7 6 Notched Izod Impact
lightweight solutions. res'St[ﬁj‘/crﬁ{]ZO < res's[t,ff}ﬁfz]n e

B TatrenIM 4554 M Competitive PP COPO MFR 45
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TIPELIN BS 502-43 SOLUTION SUPPORTING CIRCULAR ECONOMY

H|GH pERFORMANCE UN|MODAL HDPE Thermo-oxidative stability in multiply extrusion

gere for mqnqging reCYCIQbi”ty Due to their higher OIT val th [ hai f TIPELIN BS tected inst
- ue to elr nigher values € polymer chains o 502-43 are protected agains
requirements (PCR/PIR)

the negative effects of high temperatures combined with oxygen — even if more recycling loops

are applied or a higher own recycled ratio (more than 30%). The material copes with repeated recycling

|MPROVED HEAT AND CO LOUR STABlLlTY without quality deterioration — offering a production opportunity of an environmental tax-free product.
SIMPLIFIES ECONOMICAL POST-CONSUMER (PCR) - S

OR POST-INDUSTRIAL (PIR) RECYCLING AND Oxidative induction time trend (OIT 200°C) — in multiply extrusion [min.]
SUPPORTS MULTIPLE RECYCLING PROCESSES 100

80
60
£
S
40
Targeted applications:
20
»  Air ducts and other automotive applications
0
» Blow moulded products where high recycling ratio is used
BS 502-43 REF 1 REF 2
| | |

[
. OIT start OIT 1x OIT 3x OIT 5x
Key benefits for you: [ | [ | ]

» The improved additive package for the grades allows own recycled ratio of up to 80%.
» High Oxidation Induction Time (OIT) values reflect the long-term stability of these grades/rHDPE

LIGHTWEIGHT SOLUTION

blends made thereof under demanding conditions, as well as their potential for multiple use in the

Excellent stiffness /[ impact balance

recycling loop.

» High Quality Blends with rHDPE shares of more than 30% are possible. (*) 120D 423 °C [k/m]
+23° m?

» Improved machine utilisation and reduction of off-spec production in stop-and-go operation. Compared to other unimodal A

Effective extruder cleaning to reduce black/brown spots caused by burned particles after production market references the TIPELIN .94

restarts. (Waste reduction could be achieved by up to 75 wt.% at stop-and-go operation model.) BS 502-43 shows a much better
» More aesthetic product: smoother inner/outer surface. stiffness/impact balance.
» Less die deposits phenomena, resulting in lower cleaning cost and higher process utilisation This enables a downgauging ESCR [h] 100% 100 219 8 13 1ZOD -20 °C [k}/m?]
» Less polymer degradation and less smoke during processing means polymer properties remain opportunity and the reduction

longer in final product of plastics used.
(*) The actual rHDPE share of a blend is dependent on the quality of the recycled material and on the design of the final 1225

product. 1250

@@= BS502-43 @@= Reference Flex. Mod. [Mpa]
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UNDER-THE-HOOD /
SMALL TANKS FROM HDPE

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

Melt Tensile Tensile Tensile Tensile Notched Vicat

Pa?r::::::er Mass-Flow D2e3n°s ét}' Stress at Strain at Stress at Strain at MF(I)e::ILa: " I1zod Impact Softening Hgir];nr:zsz " EBsn?:tﬁgdo OIT 200 °C Application f;:ﬁ:if:ng
Rate (MFR) Yield* Yield* Break* Break* Strength* Temperature* 9y
Unit g/10 min kg/m3 MPa % MPa % MPa kJ/m? °C
Test method 1ISO 1133-1 1SO 1183-2 1SO 527-3 1SO 527-3 IS0 527-3 1SO 527-3 1SO 178 1ISO 180/A | 1SO 306/A120 ISO 868
Tanks for
TIPELIN v non-aggressive Blow
Bimodal 1.32 954 28 10 20 1100 1500 8.5 128 65 300¢ 105 -aggre .
6301B 303 chemicals with heat moulding
load resistance
Tanks for
0.357 non-aggressive
TIPELIN 1.52 954 29 11 21 1200 1500 15 130 65 40° 0 chemicals, oils; Blow
BA 550-13 moulding
283 homologated at
Unimodal OEM
0.21 Airducts, tanks for
TIPELIN 0.762 950 26 12 25 1300 1350 15 128 64 100° 90 non-aggressive Hlow
BS 502-43 : . moulding
193 chemicals, oils
Blow
TIPELIN 0.37 Thin walled tanks; moulding,
60008 1.32 958 30 10 20 1100 1700 8.5 129 66 1500 33 homologated at Injection
303 OEM moulding/
Bimodal welding
0.37 Thin wall tanks with
TIPELIN 1.32 958 30 10 20 1100 1700 8.5 129 66 1500 90 long-term colour B'OW
6010B o moulding
308 stability
Notes:
"MFRat 190 °C and 2.16 kg
2MFR at 190 °C and 5 kg
3MFRat 190 °C and 21.6 kg
4 Values have been measured on standard pressed specimens (ISO 293) conditioned at room temperature (ISO 291)
5 Values have been measured in 100% Igepal CO-630 on standard pressed specimens (ISO 293) conditioned at room temperature (ISO 291)
6 Values have been measured in 10% Igepal CO-630 on standard pressed specimens (ISO 293) conditioned at room temperature (ISO 291)
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UNDER-THE-HOOD /

SMALL TANKS FROM PP

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

Material Description

Grade/

Parameter

Unit

Test method

Melt Mass-Flow
Rate (MFR)
230°C/2.16 kg

g/10 min
1SO 1133-1

Flexural
Modulus’

MPa
1ISO 178

Tensile
Stress at
Yield?

MPa
1SO 527-1.2

Tensile Strain
at Yield"

%

IS0 527-1.2

Notched
Izod Impact
Strength at

23°C*

kJ/m?
ISO 180/A

Notched
Izod Impact
Strength at

-20 °C’

kJ/m?
1SO 180/A

HDT
(0.45 MPa,
flatwise)’

°C
1SO 75-1.2

Special features

Excellent long-term heat stability,
reactor grade; homologated at OEM for

Additives

Processing technology

Injection moulding/ welding,

Additives:
SA Slip agent

| 16 | For the latest product portfolio please check www.molgroupchemicals.com

TIPPLEN
T H 880 025 1950 A0 ! 7 I coolant expansion tank and degassing A extrusion blow moulding
tank
TIPPLEN Excellent heat and detergent resistance, Injection moulding/ welding,
AT T K 880 085 1500 8 10 49 8o 100 very high impact strength; reactor grade A extrusion blow moulding
Notes:

" Typical properties measured on standard injection moulded test specimen according to ISO 294-1

MOL GROUP POLYMERS FOR AUTOMOTIVE APPLICATIONS 2025 | 17 |
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UNDER-THE-HOOD /

CORRUGATED PIPES FOR CABLE
PROTECTION FROM PP BLOCK COPOLYMER

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

Melt Mass-Flow . . . Notched Izod Notched Izod
Grade/ Parameter Rate (MFR) Flexural Modulus’ Tenm{(eé;:e ss at Tensieieslzl;am at Impact Strength at | Impact Strength at HD:;;:JV.vt:sSeI;I!Pa,
230 °C/2.16 kg 23°C* -20 °C’

Special features Additives

Unit g/10 min MPa MPa % kJ/m? kJ/m? °C
Test method 1SO 1133-1 1SO 178 1SO 527-1.2 1SO 527-1.2 ISO 180/A I1SO 180/A I1SO 75-1.2

TIPPLEN K 880 0.35 1500 28 10 49 85 100 High impact strength and stiffness; SA
reactor grade
TIPPLEN K 691 1.3 1500 27 6 43 8 104 High impact strength and stiffness, SA, NA
reactor grade
TIPPLEN K 693 2 1500 2 7 20 6.5 97 High impact strength and stiffness; SA
reactor grade
Additives: Notes:
SA Slip agent ' Typical properties measured on standard injection moulded test specimen according to ISO 294-1
NA Nucleating agent
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UNDER-THE-HOOD /
AIR DUCTS FROM HDPE

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

Grade/ Melt Density Tensile Ten§|le Tensile Ten§|le Flexural Notched Vlca.t Shore D ESCR F50 B . o
Parameter Mass-Flow 23 °C* Stress at Strain at Stress at Strain at Modulus * Izod Impact Softening Hardness * method OIT 200 °C Application
Material Rate (MFR) Yield* Yield* Break* Break* Strength* Temperature*
ateria
Description Unit g/10 min kg/m3 MPa % MPa % MPa kJ/m? °C
1ISO 306/
Test method 1ISO 1133-1 1ISO 1183-2 1ISO 527-3 1ISO 527-3 1ISO 527-3 1SO 527-3 1ISO 178 ISO 180/A A120 1ISO 868
TIPELIN ol
2 5
BS 520-14 01%53 952 28 12 34 1500 1400 24 130 65 260 40
0.357
Unimodal TIPELIN 1.52 954 29 11 21 1200 1500 15 130 65 40° >5
BA 550-13 0gs
TIPELIN —
2 5
BS 502-43 01263 950 26 12 25 1300 1350 15 128 64 100 90
Air ducts
TIPELIN ve
1.32 958 30 10 20 1100 1700 8.5 129 66 150° 33
6000B
303
TIPELIN ue
Bimodal 1.32 958 30 10 20 1100 1700 8.5 129 66 150° 90
6010B
303
TIPELIN ue
1.32 954 28 10 20 1100 1500 8.5 128 65 300¢@ 105
6301B
303
Notes:
"MFR at 190 °C and 2.16 kg
2MFR at 190 °C and 5 kg
3 MFR at 190 °C and 21.6 kg
4 Values have been measured on standard pressed specimens (ISO 293) conditioned at room temperature (ISO 291)
5 Values have been measured in 100% Igepal CO-630 on standard pressed specimens (ISO 293) conditioned at room temperature (ISO 291)
6 \Values have been measured in 10% Igepal CO-630 on standard pressed specimens (ISO 293) conditioned at room temperature (ISO 291)
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UNDER-THE-HOOD /
BATTERY CASES FROM PP

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

Melt Mass-Flow . . . Notched Izod Notched Izod
Grade/ Parameter Rate (MFR) Flexural Modulus' Tensﬂ\e(:ieslctlﬁess at Tensq{?eslzl;am at Impact Strength at | Impact Strength at HD;a(:);:sSeI)V!Pa,
230 °C/2.16 kg 23 °C? -20°C"

Special features Additives

Unit g/10 min MPa MPa % kJ/m? kJ/m? °C
Test method 1SO 1133-1 1SO 178 1SO 527-1.2 1SO 527-1.2 ISO 180/A ISO 180/A 1SO 75-1.2

Excellent long-term heat stability,
TATREN IM 6 56 6 1530 27 6.5 10 4.5 95 high stiffness and good impact resistance; AS
reactor grade

TIPPLEN K 499 6.5 1300 25 6 16 7 85 Excellent resistance to heat and chemicals; SA
reactor grade

Additives Notes
SA Slip agent ' Typical properties measured on standard injection moulded test specimen according to ISO 294-1
AS Antistatic agent
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INTERIOR & UNDER-THE-HOOD /
FOAMS FROM PP RANDOM COPOLYMER

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

HDT
(0.45 MPa, flatwise)"

Crystallization Tensile Stress at Tensile Strain at D - mpact
Flexural Modulus’ . . Strength
Temperature Yield® Yield® 23 °C1

Melt Mass-Flow Rate (MFR)

Grade/ Parameter 230 °C/2.16 kg

Melting Temperature

Unit g/10 min °C °C MPa MPa % kJ/m? °C

Test method ISO 1133-1 ISO 11357-3 1ISO 11357-3 1ISO 178 I1SO 527-1.2 1SO 527-1.2 1ISO 180/A ISO 75-1.2

TIPPLEN R 780 0.5 143 98 1050 29 13 18 76

INTERIOR & UNDER-THE-HOOD /
FOAMS FROM LDPE

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

Melt Mass-Flow Rate (MFR) Vicat Softening Crystallization

Grade/ Parameter Density 23 °C? Melting Temperature

190 °C/2.16 kg Temperature Temperature
Unit g/10 min kg/m3 °C °C °C
Test method 1ISO 1133-1 1ISO 1183-1 1ISO 306/A 50 1ISO 11357-3 1ISO 11357-3
BRALEN+ FB 2-16 2 923 93" 112 97
TIPOLEN FC 243-51 2 922 942 112 97
BRALEN+ FB 4-31 4 922 911 111 97
TIPOLEN FD 243-51 4 922 922 112 97
Notes
' Typical properties measured on standard injection moulded test specimen according to ISO 294-1
2 Typical properties measured on standard pressed specimens according to ISO 293
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INTERIOR & EXTERIOR /
INJECTION MOULDING AND COMPOUNDING

TYPICAL PROPERTIES, CANNOT BE CONSIDERED AS SPECIFICATION

Material Grade/ Melt Mass-Flow Tensile Stress Tensile Strain BTG 2L e e HDT Hardness
Descrintion Parameter Rate (MFR) Flexural Modulus* at Yield at Yield" Impact Strength Impact Strength (0.45 MPa, Shore D Special features Additives
P 230 °C/2.16 kg at 23 °C’ at-20 °C" flatwise)’
Unit g/10 min MPa MPa % kJ/m? kJ/m? ©
Test method 1ISO 1133-1 1ISO 178 IS0 527-1.2 1ISO 527-1.2 1ISO 180/A = 1ISO 75-1.2 1ISO 868
TATREN N B Controlled rheology, narrow
HT 25 11 20 1450 9 o . /8 molecular distribution ACE
PP-Homopolymer TATREN 50 1850 36.5 8 3 - 100 - High stiffness, controlled theology | NA, AS
HM 50 46
TIPPLEN H 955 55 1700 36 7.5 2.5 - 81 - Low C-emission, reactor grade -
TIPPLEN 4 1100 29 63 50 8 75 B High Izod impact resistance; SA
K 597 reactor grade
TATREN B Well balanced stiffness and impact
IM 12 59 2 1500 240 0 1o 59 92 resistance; reactor grade NA
TATREN ) ) High cold Impact, reduction of
IM1579 1 1050 20 10 4 o 4 o0 mineral filler, controlled rheology NA, AS
TATREN B Well balanced stiffness and impact
IM 22 63 27 1800 255 o0 10 0 54 resistance, controlled rheology NA, AS
PP-Impact TATREN ) ) N High cold impact - reduction of
Copolymer IM 2575 2 oo 20 © 40 © a0 mineral filler, controlled rheology NA,AS
TI;:';EN 45 1270 24 4.5 6 4 87 - Low C-emission; reactor grade NA
TATREN - D
IM 55 80 55 1450 23 4 7 4 92 - Higher flowability; reactor grade NA, AS
TATREN 75 1400 23 3.5 6 4 92 - Higher flowability; reactor grade NA, AS
IM 75 81
TATREN - Tk
IM 100 85 100 1350 23 4 4.5 3 92 Higher flowability; reactor grade NA, AS
Additives:
NA  Nucleating agent Notes
AS  Antistatic agent " Typical properties measured on standard injection moulded test specimen according to ISO 294-1.
SA  Slip agent 2 Values have been measured on standard injection moulded specimens prepared in accordance with internal method
AGF Anti gas fading
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CONTACT

AUSTRIA

MOL Austria Handels GmbH
Walcherstrasse 11A, 7.Stock

A-1020 Wien, Austria

Mobile: +43 664 96 33 578

E-mail: KatalinHorvath@molaustria.at

CROATIA, SLOVENIA, SERBIA,
MONTENEGRO, BOSNIA AND
HERZEGOVINA, NORTH MACEDONIA,
ALBANIA, KOSOVO

TIFON d.o.0.

Zadarska 80

HR-10000 Zagreb, Croatia
Mobile: +385 91 4641 023
E-mail: polymersales@tifon.hr

FRANCE

Mr. Zoltan Marton

Mobile: +39 335 572 2306

E-mail: zoltan.marton@molgroupitaly.it

GERMANY

MOL Germany GmbH

Ottostrasse 5

D-80333 Miinchen, Germany
Telephone: +49 69 154 04 0

E-mail: polymersales@molgermany.de

HUNGARY

MOL Plc.

H-3581 Tiszaujvaros,

P.O. Box: 20, Hungary

Mobile: +36 30 411 0643
E-mail: polymersales@mol.hu

ITALY

MOL Italia S.r.l.

Via Montefeltro, 4

20156 Milano, Italy

Telephone: +39 02 58 30 5523
E-mail: molitalia@molgroupitaly.it

DISCLAIMER

POLAND

Slovnaft Polska S.A.

Pl. Bankowy 1

00-139 Warszawa, Poland
Telephone: +48 22 545 70 70
E-mail: petchem@slovnaft.pl

ROMANIA

MOL Romania Petroleum Products SRL
Str. Daniel Danielopolu 4-6

ET1 Sector 1 Cod 014 134

Bucuresti, Romania

Mobile: +40 730 33 60 02

E-mail: petchem@molromania.ro

SLOVAKIA AND
CZECH REPUBLIC

SLOVNAFT, a.s.

Vl¢ie hrdlo 1

824 12 Bratislava, Slovak Republic
Mobile:

+421 907 704 627

+421918 716 113

+421 910 841 456

E-mail: predajpolymerov@slovnaft.sk

UKRAINE

MOL Ukraine Llc.

04053 Kyiv

Sichovykh Striltsiv str. 50, 5th floor, office 5-B, Ukraine
Telephone: +380 44 374 00 80

Mobile: +380 67 463 58 69

Fax: +380 44 374 00 90

E-mail: JZavojko@mol-ukraine.com.ua

OTHER EUROPEAN COUNTRIES
MOL Plc.

Telephone:

+36 20 456 1889

+36 70 373 9209

E-mail: polymersales@mol.hu

©2025 MOL Group. Applications listed here are only a recommendation, not a guarantee. User is obliged to carry out own tests to assess
suitability of the polymer for the intended application. This also includes the test of final articles necessary to assess compliance with relevant
regulations. For more product safety related information, please see the DDS. To the extent the user is entitled to disclose and distribute this
document, the user may forward, distribute, and/or photocopy this copyrighted document only if unaltered and complete, including all of its
headers, footers, disclaimers, and other information. You may not copy this document to a web site. MOL Group does not guarantee the typical
(or other) values. Analysis may be performed on representative samples and not the actual product shipped. The information in this document
relates only to the named product or materials when not in combination with any other product or materials. We based the information

on data believed to be reliable on the date compiled, but we do not represent, warrant, or otherwise guarantee, expressly or impliedly, the
merchantability, fitness for a particular purpose, suitability, accuracy, reliability, or completeness of this information or the products, materials,
or processes described. The user is solely responsible for all determinations regarding any use of material or product and any process in its
territories of interest. We expressly disclaim liability for any loss, damage, or injury directly or indirectly suffered or incurred as a result of or
related to anyone using or relying on any of the information in this document. There is no endorsement of any product or process, and we
expressly disclaim any contrary implication. The terms, “we”, “our”, “"MOL", or “MOL Group” are used for convenience, and may include any one
or more of MOL Group, or any affiliates they directly or indirectly control. MOL Group, the MOL Group logo, and all other product names used

CERTIFICATES
MOL PETROCHEMICALS

herein are trademarks of MOL Plc. or SLOVNAFT, a.s. unless indicated otherwise

SLOVNAFT
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